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ERTIFICATE OF ANALYSIS

TESTED UNIT QUANLITY DATA RESULT OF ANALYSIS
ITEM
ALCOHOLYSIS DEGREE | % MOL/M 86.0-90.0 87.77
OL
VISCOSITY MPA-S 40.0-5 5.051.9
SODIUM ACETATE % MAX 2.5 0.9
VOLATILES % MAX 5.0 3.4
ASH % MAX 0.8 0.34
PH VALUE 5-7 6.07
PACKAGE 25.0KG N.W. PER BAG
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